10 years after the coating it still maintains the same

insulation effect as right after applying the coating.

KOKUYO CO, LTD. (Nagoya Distribution Center)

COOL THERM applied to Batten Seam Roofing
Application Year:1994 Application Area: 6,000sgm

[Temperature Result]
Measurement Points : 1.8m from the floor of the second-floor

Date Weather Room Temp. Outside
Temperature

® July 9, 1997 Fine 37C 30.4C
S
@ July 10, 1994 Fine 39C 33.5C
> July 30, 1994 Cloudy 32C 32.5C
=r
[0}
- July 31, 1994 Fine 34C 35C
% August 27, 2004 Fine/Cloudy 33.8C 33.1C
5
§ August 28, 2004 Cloudy/Fine 33.5C 34.3C




When COOL THERM was applied in 1994, the room temperature had decreased by 5
to 7 °C, and it was kept below the outside temperature. The coating maintained the
same insulation effect in 2004, even 10 years after it was applied.



